










Include the following paragraph as new Section 601.4.10 
 
601.4.10 Backfill for PVC Catch Basins:  Backfill below and around PVC catch basins 
shall be placed in maximum 8-inch lifts and thoroughly compacted  to at least 95% of 
maximum density when tested and determined by AASHTO T-99,  Method A, with the 
percent of density adjusted in accordance with the rock correction procedure for 
maximum density determination, MAG Detail 190, to compensate for the rock content 
larger than that which will pass a No. 4 sieve. 


